BRITISH STANDARD 2871 : Part 1 : 1971

UDC 669.3-462 ;621.643.2 : 696

SPECIFICATION FOR

COPPER AND
COPPER ALLOYS

TUBES

Part 1. Copper tubes for water, gas and
sanitation

NO COPYING WITHOUT BSI PERMISSION EXCEPT AS PERMITTED BY COPYRIGHT LAW
L]

L Uoclimant Sharing Bl
British Standards

Full document details: BS 2871-1:1971


http://www.avadocuments.com/doc/bs-2871-1-1971
http://www.avadocuments.com/doc/bs-2871-1-1971

Documents

Document Sharing Hub

Full document details: BS 2871-1:1971


http://www.avadocuments.com/doc/bs-2871-1-1971
http://www.avadocuments.com/doc/bs-2871-1-1971

SPECIFICATION FOR
COPPER AND
COPPER ALLOYS

TUBES

Part 1. Copper tubes for water, gas and
sanitation

BS 2871 : Part 1 : 1971

Incorporating amendments issued May 1974 (AMD 1422)
and November 1976 (AMD 2203)

BRITISH STANDARDS INSTITUTION

Incorporated by Royal Charter

Documents

Document Sharing Hub

Full document details: BS 2871-1:1971


http://www.avadocuments.com/doc/bs-2871-1-1971
http://www.avadocuments.com/doc/bs-2871-1-1971

BS 2871 : Part 1 : 1971

THis BRITISH STANDARD, having been approved by the
Non-ferrous Metals Industry Standards Committee, was
published under the authority of the Executive Board on
24 May, 1971.

© British Standards Institution, 1971.

First published July, 1957.
First revision May, 1971.

SBN: 580 06921 4

The Institution desires to call attention to the fact that this
British Standard does not purport to include all the necessary
provisions of a contract.

A complete list of Briiish Standards, numbering over 9 000,
fully indexed and with a note of the contents of each, will be
found in the BSI Catalogue which may be purchased from
BSI Sales Department. The Catalogue may be consulted in
many public libraries and similar institutions.

This standard makes reference to the following British
Standards:

BS 18. Methods for tensile testing of metals. Part 1. Non-
ferrous metals.

BS 864. Capillary and compression tube fittings of copper
and copper alloys. Part 2. Metric units.

BS 1172. Phosphorus deoxidized non-arsenical copper for
general purposes.

BS 1174. Phosphorus deoxidized arsenical copper.

BS 1957. Presentation of numerical values (fineness of ex-
pression; rounding of numbers).

BS 3889. Methods for non-destructive testing of pipes and
tubes. Part 2B. Eddy current testing of non-ferrous
tubes.

British Standards are revised, when necessary, by the issue either
of amendment slips or of revised editions. It is important that
users of British Standards should ascertain that they are in
possession of the latest amendments or editions.

The following BSI references relate to the work on this standard:
Committee reference NFE/17 Draft for comment 70/21913
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BS 2871 : Part 1 : 1971
CO-OPERATING ORGANIZATIONS

The Non-ferrous Metals Industry Standards Committee, under
whose supervision this British Standard was prepared, consists
of representatives from the following Government departments,
and scientific and industrial organizations:

Aluminium Federation
Association of Bronze and Brass Founders
Association of Consulting Engineers, Incorporated
Board of Trade
British Bronze and Brass Ingot Manufacturers’ Association
*British Electrical and Allied Manufacturers’ Association
British Lead Manufacturers’ Association
*British Non-ferrous Metals Federation
*British Non-ferrous Metals Research Association
*Copper Development Association
Crown Agents for Oversea Governments and Administrations
Electric Cable Makers’ Confederation
Institute of British Foundrymen
Institute of Metals
*Institution of Mechanical Engineers
Institution of Mining and Metallurgy
Institution of Production Engineers
Institution of Structural Engineers
Lead Development Association
Light Metal Founders’ Association
London Metal Exchange
Magnesium Industry Council
*Ministry of Defence (Army Dept)
*Ministry of Defence (Navy Dept)
National Brassfoundry Association
*Non-ferrous Metal Stockists
Post Office
Royal Institute of British Architects
Society of Motor Manufacturers and Traders Limited
Tin Research Institute
Zinc Development Association
Individual manufacturers

The Government departments and scientific and industrial
organizations marked with an asterisk in the above list, together
with the following, were directly represented on the committee
entrusted with the preparation of this British Standard:

British Waterworks Association

Copper Tube Fittings Manufacturers’ Association

Department of the Environment

Department of Trade and Industry

Electricity Supply Industry in England and Wales

Engineering Equipment Users’ Association

Gas Council

Institute of Plumbing

Institution of Gas Engineers

National Federation of Plumbers and Domestic Heating
Engineers
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