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BS 2871 cPart 3 : 1972

THis BRITISH STANDARD, having been approved by the
Non-ferrous Metals Industry Standards Committee, was
published under the authority of the Executive Board on
29 February, 1972

4 British Standards Institution, 1972.

First published (as BS 2871) July, 1957.
First revision February, 1972

SBN: 580 06748 3

The Institution desires to call atiention to the fact that this
British Standard does not purport to include all the necessary
provisions of a contract.:

A complete list of British Standards, numbering over 5000,
fully indexed and with a note of the contents of each, will
be found in the British Standards Yearbook, which may be
purchased from BSI Sales Department. It may also be
consulted in many public libraries and similar institutions.

This standard makes reference to the following British

Standards:

BS 427. Method for Vickers hardness test.

BS 1957. Presentation of numerical values (fineness of
expression; rounding of numbers).

BS 3889. Methods for non-destructive testing of pipes and
tubes. Part 2B. Eddy current testing of non-ferrous
tubes.

British Standards are revised, when necessary, by the issue either
of amendment slips or of revised editions. It is important that
users of British Standards should ascertain that they are in
possession of the latest amendments or editions.

The following BSI references relate to the work on this standard:

Committee reference NFE/17 Draft for comment 70/25711
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General

Information to be supplied by the purchaser

Freedom from defects
Chemical composition
Manufacture
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Flattening test for tubes in the M condition
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CO-OPERATING ORGANIZATIONS

The Non-ferrous Metals Industry Standards Committee, under whose
supervision this British Standard was prepared, consists of representa-
tives from the following Government departments, and scientific and
industrial organizations:
Aluminium Fedcration
Association of Bronze and Brass Founders
Board of Trade
British Bronze and Brass Ingot Manufacturers’ Association
*British Electrical and Allied Manufacturers’ Association
British Lead Manufacturers’ Association
*British Non-ferrous Metals Federation
British Non-ferrous Metals Association High conductivity copper Group
*British Non-ferrous Metals Research Association
*Copper Development Association
Department of Trade and Industry (Marine Division)
Electric Cable Makers’ Confederation
Institute of British Foundrymen
Institute of Metals
*Institution of Mechanical Engineers (Automobile Division)
Institution of Mining and Metallurgy
Institution of Production Engineers
Institution of Structural Engineers
Lead Development Association
Light Metal Founders® Association
London Metal Exchange .
Magnesium Industry Council
*Ministry of Defence (Army Department)
*Ministry of Defence (Navy Department)
National Brassfoundry Association
*Non-ferrous Metal Stockists
Post Office
Royal Institute of British Architects
Society of Motor Manufacturers and Traders Limited
Tin Research Institute
Zinc Development Association
Individual manufacturers
The Government departments and scientific and industrial organizations
marked with an asterisk in the above list, together with the following
were directly represented on the committec entrusted with the prepara-
tion of this British Standard:
British Waterworks Association
Copper Tube Fittings Manufacturers’ Association
Department of the Environment
Department of Trade and Industry
Electricity Council, The Central Electricity Generating Board and the
Area Boards in England and Wales
Engineering Equipment Users® Association
Engineering Industries Association
Gas Council
Institute of Plumbing
Institution of Gas Engineers
Institution of Heating and Ventilating Engineers
National Federation of Plumbers and Domestic Heating Engineers
National Physical Laboratory—(Department of Trade and Industry)
Oil Companies’ Materials Association
Institution of Mechanical Engineers
Metropolitan Water Board
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