BRITISH STANDARD AEROSPACE SERIES BS 2L 169:2002

Ingots (as cast) and
castings (solution
treated and artificially
aged) of aluminium-
silicon-magnesium
alloy (Si 7, Mg 0.6)
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British Standard

The preparation of this British Standard was entrusted to Technical
Committee ACE/24, Wrought and cast light alloys for aerospace, upon which
the following bodies were represented:

Aluminium Federation

Aluminium Stockholders Association

Association of Light Alloy Refiners Limited

BNF Metals Technology Centre

British Forging Industry Association

British Industrial Fasteners Federation

British Investment Casting Trade Association

Institute of British Foundrymen

Light Metal Founders’ Association

Magnesium Industry Council

Ministry of Defence

Society of British Aerospace Companies Limited
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been prepared under the
direction of the Engineering
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Committee, was published
under the authority of the
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Committee on 18 June 2002

© BSI 18 June 2002

First published January 1986 Amendments issued since publication
Second edition June 2002

Amd. No. |Date of issue Comments

The following BSI references
relate to the work on this
standard:

Committee reference ACE/24

Draft for comment 82/79983 DC

ISBN 0 580 39805 6 __ Documents

Document Sharing Hub

Full document details: BS 2L 169:2002


http://www.avadocuments.com/doc/bs-2l-169-2002
http://www.avadocuments.com/doc/bs-2l-169-2002

BS 2L 169:2002

Contents

Page
Committees responsible Inside front cover

e
-

Foreword

Scope

Inspection and testing procedure
Chemical composition
Conditions of supply

Heat treatment

S O W N

Mechanical properties of castings

Table 1 — Chemical composition of ingots and castings
Table 2 — Tensile properties of separately cast samples
Table 3 — Tensile properties of cut-up and integrally cast test samples

WIN DN H [N N = =

Bibliography

Documents

Document Sharing Hyb

© BSI 18 June 2002

Full document details: BS 2L 169:2002


http://www.avadocuments.com/doc/bs-2l-169-2002
http://www.avadocuments.com/doc/bs-2l-169-2002

