BRITISH STANDARD AEROSPACE SERIES BS 2L 85

1971
(Superseding
CONFIRMED BS L 85)
SEPTEMBER 1985 Incorporating

Amendment No. 1

Specification for

Forging stock, bars,
extruded sections and
forgings of aluminium-
copper-silicon-
magnesium alloy —

(Solution treated and precipitation
treated)
(Cu1.5,Si1, Mg 0.8)
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This British Standard, having
been approved by the
Aerospace Industry
Standards Committee, was
published under the

authority of the Executive
Board of the Institution on

31 August 1971
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The following BSI references
relate to the work on this
standard:

Committee reference ACE/24
Draft for comment 69/27775
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A British Standard does not purport to include all the necessary provisions of
a contract. Users of British Standards are responsible for their correct
application.

Compliance with a British Standard does not of itself confer immunity
from legal obligations.

Summary of pages

This document comprises a front cover, an inside front cover, pages 1 and ii,
pages 1 to 3 and a back cover.

This standard has been updated (see copyright date) and may have had
amendments incorporated. This will be indicated in the amendment table on
the inside front cover.

Amendments issued since publication

Amd. No. Date of issue | Comments
2444 February Indicated by a sideline in the margin
1978
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