BRITISH STANDARD AEROSPACE SERIES BS 2M 54 : 1991

(Superseding BS M54 : 1982)

Specification for

Temperature control in
the heat treatment of
metals

Controle de la température de traitement Temperaturregelung bei der Warmebehandlung
thermique des métaux — Spécifications von Metallen
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BS 2M 54 : 1991

Foreword

This British Standard has been prepared under the direction of the Aerospace
Standards Policy Committee. It is the first revision of BS M 54, which was
originally published in 1982 and is now withdrawn.

In this revision, the requirements have been reviewed in the light of operating
experience. No major changes have been introduced and the principles remain
the same. However, detailed modifications have been introduced and, where
necessary, reinforced to reflect current technological trends and to allow
maximum commonality with similar documents produced by other industries and
international organizations.

Compliance with a British Standard does not of itself confer immunity from
legal obligations.
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