
Full document 
BRITISH STANDARD AEROSPACE SERIES
This Standard is obsolescent.
See the BSI Catalogue for details
BS 2S 510:1970
(Superseding 
BS S 510) 
Incorporating 
Amendments Nos. 1 
and 2
Specification for 
carbon steel sheet and 
strip (430/540 MPa) 
(suitable for welding)
UDC 629.7:669.14.018.296 – 41:621.791
�����������	�
���
�
�������������������
���������

���
����������
���	

details: BS 2S 510:1970

http://www.avadocuments.com/doc/bs-2s-510-1970
http://www.avadocuments.com/doc/bs-2s-510-1970


BS 2S 510:1970

F

This British Standard, having 
been approved by the 
Aerospace Industry 
Standards Committee, was 
published under the 
authority of the Executive 
Board of the Institution on 
28 August 1970
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Amendments issued since publication

Amd. No. Date Comments

889 March 1972

14158 30 May 2003 Indicated by a sideline
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