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BS 2S 511:1970
(Superseding 
BS S 511) 
Incorporating 
Amendment No. 1
Specification for 
deep drawing carbon 
steel sheet and strip 
(280/400 MPa) 
(suitable for welding)
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This British Standard, having 
been approved by the 
Aerospace Industry Standards 
Committee, was published 
under the authority of the 
Executive Board of the 
Institution on 30 October 1970
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Amendments issued since publication

Amd. No. Date Comments

14157 30 May 2003 Indicated by a sideline
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