BRITISH STANDARD AEROSPACE SERIES 11393733P 95:
CONFIRMED et o, 1
APRIL 1998
Specification for
Elastomeric grommets
(polychloroprene) for
aerospace use
S P @
LAY ..
PR ™

NO COPYING WITHOUT BSI PERMISSION EXCEPT AS PERMITTED BY COPYRIGHT LAW
Y\ W

Document Sharing Hub

Full document details: BS 2SP 95:1974


http://www.avadocuments.com/doc/bs-2sp-95-1974
http://www.avadocuments.com/doc/bs-2sp-95-1974

BS 2SP 95:1974

This British Standard having
been approved by the
Aerospace Industry Standards
Committee, was published
under the authority of the

Executive Board on Amendments issued since publication
31 December 1974

© BSI 01-2000 Amd. No. | Date of issue | Comments

3515 February 1981 | Indicated by a sideline in the margin
The following BSI references
relate to the work on this
standard:
Committee reference ACE/14
Draft for approval 73/32570

ISBN 0 580 08499 X _ Documents

Document Sharing Hub

Full document details: BS 2SP 95:1974


http://www.avadocuments.com/doc/bs-2sp-95-1974
http://www.avadocuments.com/doc/bs-2sp-95-1974

BS 2SP 95:1974

Contents

Page
Foreword 1
1 Scope 1
2 References 1
3 Material 1
4 Dimensions 1
5 Finish 1
6 Identification and packaging 1
7 Inspection and life control in stores 1
8 Example of call up 3
Figure 1 — Grommet 2
Table 1 — Dimensions and part numbers 2
Table 2 — Tolerances 3

Documents

© BSI 01-2000

Full document details: BS 2SP 95:1974

Document Sharing H%Ib


http://www.avadocuments.com/doc/bs-2sp-95-1974
http://www.avadocuments.com/doc/bs-2sp-95-1974

