
BRITISH STANDARD AEROSPACE SERIES BS 2X 27:
1991
(Superseding BS X 27)

Specification for

Cellulose finishing 
scheme for aerospace 
purposes

Full document details: BS 2X 27:1991

http://www.avadocuments.com/doc/bs-2x-27-1991
http://www.avadocuments.com/doc/bs-2x-27-1991


BS 2X 27:1991

This British Standard, having 
been prepared under the 
direction of the Aerospace 
Standards Policy Committee, 
was published under the 
authority of the Standards 
Board and comes 
into effect on 
28 June 1991

© BSI 03-2000

The following BSI references 
relate to the work on this 
standard:
Committee reference ACE/44
Draft for comment 87/75011 DC

ISBN 0 580 19499 X

Committees responsible for this 
British Standard

The preparation of this British Standard was entrusted by the Aerospace 
Standards Policy Committee (ACE/-) to Technical Committee ACE/44, upon 
which the following bodies were represented:

Metal Finishing Association
Ministry of Defence
Oil and Colour Chemists’ Association
Paintmakers’ Association of Great Britain
Society of British Aerospace Companies Limited

Amendments issued since publication

Amd. No. Date Comments

Full document details: BS 2X 27:1991

http://www.avadocuments.com/doc/bs-2x-27-1991
http://www.avadocuments.com/doc/bs-2x-27-1991


BS 2X 27:1991

© BSI 03-2000 i

Contents

Page
Committees responsible Inside front cover
Foreword ii
1 Scope 1
2 Definitions 1
3 Materials 1
4 Performance 1
5 Inspection 2
6 Marking 2
Appendix A Preparation of test panels 3
Appendix B Method for determination of flexibility and adhesion 3
Appendix C Method for determination of scratch resistance 3
Appendix D Method for determination of resistance to blushing 3
Appendix E Method for determination of specular gloss 3
Appendix F Method for determination of resistance to 
natural weathering 3
Appendix G Method for assessment of colour 3
Appendix H Type approval 3
Table 1 — Paint system performance 2
Table 2 — Dry film mass per unit area 3
Publications referred to Inside back cover

Full document details: BS 2X 27:1991

http://www.avadocuments.com/doc/bs-2x-27-1991
http://www.avadocuments.com/doc/bs-2x-27-1991

