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BS 3062 : 1985

Foreword

This revision of this British Standard was prepared under
the direction of the Optical Equipment Standards
Committee and supersedes the second edition published

in 1970, which is withdrawn.

There are three main changes from the previous edition.
First, this British Standard takes into account the
international proposal to standardize the derivation of
constringence. Secondly, the method for conditioning glass
specimens before determination of their refractive
properties has changed slightly. Thirdly, the scope has been
expanded to cover a greater variety of ophthalmic materials.

Compliance with a British Standard does not of itself
confer immunity from legal obligations.
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AMD 5467

Amendment No. 1

published and effective from 30 September 1986
to BS 3062 : 1985

Specification for ophthalmic lens materials

Revised text

AMD 5467 Clause B.2.1

1986 e . .
September Delete the existing clause and substitute the following:

‘B.2.1 Spectrophotometer that operates over the wave-
length range of 380 nm to 770 nm and is capable of
determining spectral characteristics in excess of 756 % to
within 0.5 % of a measured value and resolving wavelengths
to within 2 nm of the selected value.’
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