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Foreword

The first edition of this standard was based on a method evolved at the Shirley Institute and published in BS
Handbook No. 11, ‘Methods of test for textiles’.

The method was put forward for development within the International Organization for Standardization
(ISO), and the duration of loading was changed from three minutes, as in the 1959 edition of BS 3086, to
five minutes. This change was made because it was felt that in many cases, particularly with lighter-weight
cotton fabrics, if recovery angles are plotted against recovery time the curve does not begin to flatten until
at least four minutes have elapsed; use of a three minute loading period could thus lead to much greater scatter
in the test results.

This method is in conformity with International Standard No. 2313 ‘Textile Fabrics — Determination of the
recovery from creasing by measuring the angle of recovery’.

Creases in textile fabrics diminish at varying rates on the removal of the creasing forces. The magnitude of
the crease recovery angle is an indication of the ability of a fabric to recover from accidental creasing.
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