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THIS BRITISH STANDARD, having been approved by the Iron
and Steel Industry Standards Committee and endorsed by
the Chairman of the Engineering Divisional Council, was
published under the authority of the General Council on
25th February, 1960,

The Institution desires to call attention to the fact that
this British Standard does not purport to include all the
nevessary provisions of a contract.

In order to keep abreast of progress in the industries con-
cerned, British Standards are subject to periodical review.
Suggestions for improvements will be recorded and in due
culise bxoug,ht to the notice of the committee charged with
the revision of the standards to which they refer.

A complete list of British Standards, numbering over 3000,
indexed and cross-indexed for reference, together with an
' abstract of each standard, will be found in the Institution’s

Yearbook,

This standard makes reference to the following British

Standard:

B.S. 3082 Mechanical testing of steel at elevated tem-
peratures:

Part 2: Stress ruplure.

British Standards are revised, when necessary, by the issue
either of amendment slips or of revised editions. It is important
that users of British Standards should ascertain that they are
in possession of the latest amendments or editions.

It following B.S.I. references relate ta the work on this standard:
Committee reference ISE/8.
1is.adt for comment CZ(ISE) 8385,

2 Documents

Full document details: BS 3228-2:1960


http://www.avadocuments.com/doc/bs-3228-2-1960
http://www.avadocuments.com/doc/bs-3228-2-1960

BSI BSx3228: PART*2 L0 MM lb24b6b9 0075180 5 W

B.S., 3228 : Part2 : 1960

CONTENTS
Co-operating organizations 4
Foreword 7 5
Introduction , 5

METHOD OF PROCEDURE
7 L. Scope
2. Method of Test
3. Selection of samples 7
4. Number of sarhples and test conditions

5. Presentation of results

f= B N - N ¥ I ¥

Documents

Document Sharing Hub

Full document details: BS 3228-2:1960 3


http://www.avadocuments.com/doc/bs-3228-2-1960
http://www.avadocuments.com/doc/bs-3228-2-1960

