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Foreword .

This British Standard has been prepared under the direction
of the Road Engineering Standards Committee. It is
published in three Parts which collectively revise and
supersede BS 3262 : 1976 which is withdrawn.

Part 1. Specification for constituent materials and
mixtures

Part 2. Specification for road performance

Part 3. Specification for application of material to road
surfaces

There have been many changes in materials and methods
of laying since the first issue of this standard in 1960 and
the basis of the standard has been changed to include
performance reguirements. Part 1 specifies the composition
and quality control requirements of mixtures. Part 2 sets
out the performance requirements for type approval of the
materials when applied to the road surface. This Part states . ‘
" the requirements for the application of the material to the
road surfaces.
It has been assumed in the drafting of this British Standard
that the execution of its provisions is entrusted to
appropriately qualified and experienced people.

Compliance with a British Standard does not of itself
confer immunity from legal obligations.
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