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Co-operating organizations

The Dairying Industry Standards Committee, under whose supervision this 
British Standard was prepared, consists of representatives from the following 
Government departments and scientific and industrial organizations:

Association of Public Analysts

Chemical Society

Commonwealth Bureau of Science and Technology

Dairy Engineers’ Association*

Dairy and Ice Cream Equipment Association

Hannah Dairy Research Institute

Milk Distributive Council*

Milk Marketing Board*

Milk Marketing Board for Northern Ireland*

Milking Machine Manufacturers’ Association

Ministry of Agriculture, Fisheries and Food*

Ministry of Health

Ministry of Technology, Laboratory of the Government Chemist

National Association of Creamery Proprietors and Wholesale Dairymen*

National Farmers’ Union

National Institute for Research in Dairying*

Office of the High Commissioner for Australia

Office of the High Commissioner for New Zealand

Royal Association of British Dairy Farmers

Royal Institute of Public Health & Hygiene

Royal Society for the Promotion of Health

Scottish Milk Marketing Board

Scottish Milk Trade Federation

Society of Chemical Industry

Society of Dairy Technology*

United Kingdom Dairy Association

University of Reading

West of Scotland Agricultural College

The scientific and industrial organizations marked with an asterisk in the 
above list, together with the following, were directly represented on the 
committee entrusted with the preparation of this British Standard:

Amalgamated Master Dairymen Ltd.

British Aluminium Foil Rollers Association

Co-operative Union

National Dairymen’s Association (Incorporated)

Amendments issued since publication

Amd. No. Date of issue Comments

5469 July 1988 Indicated by a sideline in the margin

Full document details: BS 3313-1:1968

http://www.avadocuments.com/doc/bs-3313-1-1968
http://www.avadocuments.com/doc/bs-3313-1-1968


BS 3313-1:1968

© BSI 11-1999 i

Contents

Page
Co-operating organizations Inside front cover
Foreword ii
1 Scope 1
2 Material 1
3 Width 1
4 Thickness 1
5 Lubricant 1
6 Coating 1
7 Reel dimensions 2
8 Storage 2
9 Marking 2
Appendix A Method for the determination of tensile strength of foil 3
Appendix B Method of determining the thickness of foil 3

Full document details: BS 3313-1:1968

http://www.avadocuments.com/doc/bs-3313-1-1968
http://www.avadocuments.com/doc/bs-3313-1-1968

