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B.S. 1332

1961

TS BRITISH STanpARD, having been approved by the

Non-ferrous Metals Industry Standards Committee and
endorsed by the Chairman of the Engincering Divisional
Council, was published under the authority of the Genera]
Council on 12th January, 1961,

The Institution desires to call attention to the fact that this
British Standard does not purport to include all the necessary

provisions of a contract.
[ [

In order to keep abreast of progress in the industrics
concerned, British Standards are subject to periodical review.

_ Sugpestions for lmprovcmcnls will be recorded and in due
course brought to the notice of the committees charged with:

the revision of the standards to which they refer,

A compiete list of British Standards numbcrmg over 3000,
indexed and cross-indexed for reference, together with an
‘abstract of cach standard, will be found in the Instnuuon 5
Yearbook, price 15s.

This standard makes reference to the followmo Bnush
Standards:
BS. l499 Sampling non-ferrous metals.

- B.S, ....* Mcthods for the sampling and analysis of lln and

~tin alloyz,

British Standards are revised, when necessary, by the issue either
of amendment slips or of revised editions. It is important that
users of British Standards should ascertain that they are in
possession of the latest amendmems or editions.

'

The following B.S.I. rcl’crcnccs relate 1o the work on this standard:
Committee references NFE/27, NFE]Z?/J
Draft for comment CZ(NFE) 5118

* In coursc of preparation,
w
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" Electronic Engineering ‘Associalion

.. London Transport Excculive, The Bri{.ish Transport Commissior}

0

CO-OPERATING ORGANIZATIONS

The Non-ferrous Metals Industry Standards Committce,
under whose supervision thjs British Standard was prepared,
consists of represenlatives from the following Government
departments and scientific and industrial organizations:
Admiralty ‘
Aluminium Development Association
Aluminjum Industry Council
Association of Bronze and Brass Founders
Association of Consulting Engineers (Incorporated)
British Bronze and Brass Ingot Manufacturers' Association
*British Electrical and Allied Manufacturers' Association
British Non-ferrous Metals Federation
*British Non-ferrous Melals Research Association
*Cable Makers® Association ’
Copper Development Association
Crown Agents for Oversea Governments and Adminisirations
it Cemmission of India
ng‘i:(ﬁimductivity Conper Association
Tnsumeers of British Foundrymen
Instzzsze of Metals :
*Inst=ation of Mechanical Engincers (Automobile Division)
Instiution of Mining and Metallurgy
Inszzrution of Structiral Engineers
Lead Development Association
Lezd:Sheet and Pipe Manufacturers’ Federation
Light Metal Founders' Association ®
*Londen Metal Exchange
Magnesium Industry Counei}
*Ministry of Aviation
National Reassfoundry Association
Nn\\.l\\\‘l{\\us Metal Stockists
*Powy Oitice
Ruval Institute of British Architects
Society of British Aircraft Constructors
*Society of Motor Manufacturers and Traders Ltd,
*Tin Rescarch Institute - :
*War Office ‘ - ‘
Zinc Development Association

. Individual manufacturers

The Government departments and scientific and industria!
organizations marked with an asterisk in the above list,™
together with the following, were directly represented on the
committee entrusted with the preparation of this, British
Standard: -

British Internal Combustion Enginc Résearch Association

British Railways, The British Transport Commission
British Tin Box Manufacturers® Federation on
Gas Council ‘ ’
Institule of Marine Enginecrs

Institution of Gas Engineers "

Solder Makers® Association
Tinplate Conference (1925)
White metal bearing alloy manufacturers

4
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| @ BRITISH STANDARD SPECIFICATION FOR

WHITE METAL BEARING ALLOY INGOTS

FOREWORD

This British Standard is one of a series of standards for non-ferrous metals, the
publication of which has been authorized by the Non-ferrous Metals Industry
Standards Committee.

The need for such a standard arose when an attempt was being made by the
Services to use British Standards for their requitements, as far as possible in
place of existing Service specifications. The present standard, therefore, specifies
requirements for the nine white metal bearing alloys which are recommended.
These arc considered to cover the range of properties generally requisite in white
metal bearing alloys. B

Itis recogmzed that other elements such as cadmmm, nickel, silver, teflurium
or arsenic are somelimes added to these alloys, but these variants have not been
inciuded in this British Standard as, while for particular applications improved
properties are claimed, some of the resulting alloys are more difficult to use and
guidance should always first be sought from the producers.

Consideration wus given in preparing this standard to the desirability of
including guidance as to the use of the various alloys, but it'was thought that
too many factors entered into this question,

The wording and general arrangement of this standard are in line as far as
possible with other standards for non-ferrous m(etaIs which mclude 4 number
of alloys,
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" WHITE METAL BEARING ALI.:OY INGOTS
SUMMARY TABLE

Main alloying clemenis*

Tin . Antimony Copper ~ |-, Lead Zing’

per cent per cent per cent per cent per cent

B.S. 3332/1
B.S. 3332/2
B.S. 3332/3
B.S. 3332/4
'B.S. 3332/5
B.S. 3332/6
B.S, 33327
B,S, 3332/8 . .
B.S. 3332/9 6814 134

L9}

| Weioiewm s

* Included in the table only as an indication of theliype of alioy; for limits sce detailed
specification, o N
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