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BS 3332 : 1987

Foreword

This British Standard has been prepared under the direction
of the Non-ferrous Metals Standards Committee and is the
first revision of BS 3332 : 1961, which is withdrawn. This
revision specifies requirements for eight white metal
bearing alloys in ingot form.

Only three of the original alloys in the 1961 edition,

alloys 2, 8 and 9, have been retained, though with slight
amendments. The remaining five alloys in this revision

are related to alloys in 1SO 4381.

Bearing alloys in other materials are covered by BS 5812
and by certain alloys in BS 1400.

Warning. Some of the substances described in this standard
(such as lead and cadmium) may be injurious to health
unless adequate safety precautions are taken. The standard
refers only to technical requirements and tests and in no
way absolves either the supplier or the user from statutory
obligations relating to health and safety, at any stage of
manufacture or use.

Compliance with a British Standard does not of itself
confer immunity from legal obligations.
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