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Testing coated
fabrics —

Part 22: Method 25. Methods for
determination of fusion of PVC coatings
and the state of cure of vulcanized
rubber coatings

IMPORTANT NOTE. It is recommended that this Part be read in conjunction with the information
in Part 0 “Foreword and general introduction”.
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