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Testing coated
fabrics —
Part 25: Method 28. Method for
determination of the coating thickness
and thickness of any expanded layer
IMPORTANT NOTE. It is recommended that this Part be read in conjunction
with the information in Part 0 “Foreword and general introduction”.
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Technology Systems Standards Policy Committee (PRM/-) to Technical
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National Union of Dyers, Bleachers and Textile Workers (NUDBTW)
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SATRA Footwear Technology Centre
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