BRITISH STANDARD 113939513482-10:

Methods of test for

Desiccants —

Part 10: Determination of bulk density
(dry basis)

NOTE It is recommended that this Part be read in conjunction with BS 3482-1 “Sampling, and
preparation and storage of test samples” which is issued separately.
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Committees responsible for this
British Standard

The preparation of this British Standard was entrusted by the Chemicals
Standards Policy Committee (CIC/-) to Technical Committee CIC/2, upon
which the following bodies were represented:

Chemical Industries Association

Ministry of Defence

Royal Society of Chemistry

Society of British Aerospace Companies Limited
Society of Environmental Engineers
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was published under the
authority of the

Standards Board and

comes into effect on

31 July 1991 Amendments issued since publication
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