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Foreword

This Part of BS 3502 has been prepared under the direction of the Plastics and
Rubber Standards Policy Committee, and supersedes BS 3502 : Part 3 : 1978,
which is withdrawn.

The other two Parts of BS 3502 will be as follows:

Part 1. ‘Schedule for symbols for plastics’, superseding BS 3502 : Part 1 : 1978
and identical with ISO 1043 ‘Plastics — Symbols’ Part 1 : 1987 ‘Basic
polymers and their special characteristics’;

Part 3. ‘Schedule for symbols for compounding ingredients’, superseding

BS 4589 : 1970, and related to ISO 1043 ‘Plastics - Symbols’ Part 2 : 1988
‘Fillers and reinforcing materials’, Part 3 : 1988 ‘Plasticizers’, and a new
edition of ISO 6472 ‘Rubber compounding ingredients - Abbreviations’, to be
published shortly.

This Part of BS 3502 is identical with ISO 1629 : 1987 ‘Rubber and latices —
Nomenclature’ except for two clauses, which were not acceptable in the United
Kingdom and have therefore been omitted. The United Kingdom registered a
negative vote on ISO/DIS 1629.
The two clauses from ISO 1629 that have been omitted are as follows:

(a) 3.1 (extract) ‘EAM Ethylene-vinyl acetate copolymer’;

(b) clause 4 ‘Thermoplastic elastomers’.

This new edition differs from the previous publication in that the ‘T’ group is
expanded, the ‘Z’ group is introduced, and the order of designations in the ‘Q’
group has been changed.

Compliance with a British Standard does not of itself confer immunity from
legal obligations.

Documents

Document Sharing Hub
1

Full document details: BS 3502-2:1991


http://www.avadocuments.com/doc/bs-3502-2-1991
http://www.avadocuments.com/doc/bs-3502-2-1991

