"~ BSI BS*3543 91 ME Lk2Ykbd 0234834 4 WM
BRITISH STANDARD | BS 3543 : 1991

 I— 3

Specification for

Agricultural baler twines made
from sisal and polyolefin for
automatic pick-up balers and
similar machines

Ficelles en sisal et polyoléfine pour Garne aus Sisal und Polyolefinen fiir
presses-ramasseuses automatiques et machines landwirtschaftliche Pickup-Pressen und
agricoles similaires — Spécifications dhnliche Maschinen
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Committees responsible for this
British Standard

The preparation of this British Standard was entrusted by the Textiles and
Clothing Standards Policy Committee (TCM/-) to Technical Committee TCM/45,
upon which the following bodies were represented:

Associated Offices Technical Committee

Association of Metropolitan Authorities

British Tugowners’ Association

Chief and Assistant Chief Fire Officers’ Association

Cordage Manufacturers’ Institute

Department of Agriculture and Fisheries for Scotland

Department of Trade and Industry (National Engineering Laboratory)

Federation of Wire Rope Manufacturers of Great Britain

GMC County Fire Service

Health and Safety Executive

Institution of Fire Engineers

Made-Up Textiles Association

Ministry of Defence

National Caving Association

National Federation of Master Steeplejacks and Lightning Conductor
Engineers

The following bodies were also represented in the drafting of the standard,
through subcommittees and panels:

AFRC Institute of Engineering Research
Agricultural Engineers’ Association
Ministry of Agriculture, Fisheries and Food
National Farmers’ Union

This British Standard, having
been prepared under the
direction of the Textiles and
Clothing Standards Policy
Committee, was published under
the authority of the Board of BSI
and comes into effect on

31 January 1991
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