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The following Government Departments and Scientific and in-
dustrial Organisations were officially represented upon the Committees
entrusted with the preparation of this Specification :—

Admiralty,

War Office.

Air Ministry,

Crown Agents {or the Colonies,

Department of Scientific and Industrial Research.
General Post Office.

India Office.

Brass and Copper Tube Association,

Brass Wire Association.

Brassfounders' Employers’ Association,

Brazed Brass Tube Association. =
British Electrical and Allied Manufacturers’ Association,
British Noo-Ferrous Metals Research Association, .
Cable Makers’ Association.

Cold Rolled Brass and Copper Association,

High Conductivity Copper Association:

Institute of Metals,

Institution of Automobile Engineers.

Institution of Mining and Metallurgy.

London Metal Exchange.

Manufactured Copper Association.

Nickel Silver Association,

Railway Companies of Great Britain,

Society of British Aircraft Constructors, Led.

Society of Motor Manufacturers and Traders, Ltd.
United Kingdom Lead Manufacturers’ Association,
Manufacturers of Bronze. -

This Spectfication was approved by the Now- Ferrous Metailurgy
Industry Committes in July, 1929, and published By the authorify
of the Council of the Association as a British Standard on
October 281k, 1929.

NOTE,

A order to keep abreast of progress in the Industries concerned,
the British Stendard Specifications are subfected o periodical review.

Suggestions for improvements, addvessed fo the Secretary, British
FEngincering Standards Association, 28, Victoria Street, London, S, W.r,
will be welcomed at aff times. T %ey will be recorded, and in due
course brought lo the notice of the Commitices charged with the
revision of the Specifications to which they refer.
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NOTE. - The Association desives to call attention fo the fact that this Spectfication
is intended o ineclude the technical provisions necessary for the supply of the material
herein veferred to, but does not purpord lo inchale all the necessary provisions of @
Contract.

. BRITISH 5
STANDARD SPECIFICATION

FOR

9 PHOSPHOR BRONZE BARS OR RODS

FOR GENERAl PURPOSES (GRADES A AND B).

(excluding Wire,) 10

The figuves in British measures are fo be vegarded as the Standard.
Approximale metric equivalents ave given for the convenience of users in countvies in
whiehk the metric system has been generally adopled.

Definitions.

1. Throughout this Specification the following definitions 15
shall apply :—
(#) Bars and Rods. The term ““ Bars and Rods’ shall
cover round, square, rectangular, and hexagonal
sections.

(6) Cross-sectional Thickness. ** Cross-sectional Thickness” 20
is the diameter in the case of round sections, and the
f. least dimension in the case of square, rectangular, and
hexagonal sections.

Methods of Manufacture.

2. The bars or rods may be delivered in the rolled, or rolled 25
and drawn condition. They shall be of one of the two Grades A
or B specified in Clause 3, as may be required by the Enginecer
(or the Purchaser). To assist in the selection of the most
suitable grade and temper the Engineer (or the Purchaser) is
recommended to state the purpose for which the material is 30

required.
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