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Committees responsible for this
British Standard

The preparation of this British Standard was entrusted by the Road
Engineering Standards Policy Committee (RDB/-) to Technical Committee
RDB/26, upon which the following bodies were represented:

Association of British Roofing Felt Manufacturers

Bitumen Roof Coatings Manufacturers' Association

British Aggregate Construction Materials Industries
British Tar Industry Association

County Surveyors' Society

Department of the Environment (Property Services Agency)
Department of Transport

Department of Transport (Transport and Road Research Laboratory)
Flat Roofing Contractors' Advisory Board

Institute of Asphalt Technology

Institute of Petroleum

Institution of Civil Engineers

Institution of Highways and Transportation

Mastic Asphalt Council and Employers Federation

Refined Bitumen Association Ltd.

Road Emulsion Association Ltd.

Road Surface Dressing Association

Society of Chemical Industry

This British Standard, having
been prepared under the
direction of the Road
Engineering Standards Policy
Committee, was published
under the authority of the
Board of BSI and comes

into effect on

31 December 1989
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) ) Amendments issued since publication
First published August 1982

Second edition Amd. No. Date of issue Comments

The following BSI references
relate to the work on this
standard:

Committee reference RDB/26
Draft announced in BSI News
March 1989

ISBN 0 580 17671 1 _____Documents

Document Sharing Hub

Full document details: BS 3690-2:1989


http://www.avadocuments.com/doc/bs-3690-2-1989
http://www.avadocuments.com/doc/bs-3690-2-1989

BS 3690-2:1989

Contents

Committees responsible
Foreword

Page
Inside front cover
i1

Scope

Definitions

Classification

Penetration grade bitumens
Cut-back bitumens
Oxidized grade bitumens
Hard grade bitumens
Sampling

00 3 O Ot =~ W N =

Appendix A Handling and packaging
Appendix B Sampling and testing

Table 1 — Properties of penetration grade bitumens
Table 2 — Properties of cut-back bitumens

Table 3 — Properties of oxidized grade bitumens
Table 4 — Properties of hard grade bitumens

LW WM NS BRHHEH R BHE R R 3

Publications referred to

Inside back cover

© BSI 02-1999

Full document details: BS 3690-2:1989

Documents

Document Sharing H%Ib


http://www.avadocuments.com/doc/bs-3690-2-1989
http://www.avadocuments.com/doc/bs-3690-2-1989

