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BS 3745 : 1970

THis BRITISH STANDARD, having been approved by the Surface
Coatings (other than Paints) Industry Standards Committee,
was published under the authority of the Executive Board on
23 October, 1970.

First published May, 1964
First revision October, 1970

SBN: 580 06024 1

The Institution desires to call attention to the fact that this
British Standard does not purport to include all the necessary
provisions of a contract.

In order to keep abreast of progress in the industries con-
cerned, British Standards are subject to periodical review.
Suggestions for improvements will be recorded and in due
course brought to the notice of the committees charged with
the revision of the standards to which they refer.

A complete list of British Standards, numbering over 9,000,
fully indexed and with a note of the contents of each, will be
found in the BSI Catalogue which may be purchased from
BSI Sales Department. The Catalogue may be consulted in
many public libraries and similar institutions.

British Standards are revised, when necessary, by the issue either
of amendment slips or of revised editions. It is important that
users of British Standards should ascertain that they are in
possession of the latest amendments or editions.

The following BSI references relate to the work on this standard:
Committee reference SRE/- Draft for comment 69/33197
Committee reference SRE/-/2
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CO-OPERATING ORGANIZATIONS

The Surface Coatings (other than paints) Industry Standards
Committee, under whose supervision this British Standard
was prepared, consists of representatives from the following
Government departments and scientific and industrial
organizations:

Aluminium Federation

Assay Offices Committee of Great Britain
Association of Metal Sprayers

British Bolt, Nut, Screw and Rivet Federation

British Electrical and Allied Manufacturers’ Association
British Jewellers’ Association

British Non-ferrous Metals Research Association
British Steel Industry

Chemical Industries Association

Cycle and Motor Cycle Association Limited
Electricity Council, the Central Electricity Generating Board

and Area Boards in England and Wales

Electronic Engineering Association

Engineering Equipment Users’ Association

Greater London Council

Institute of Metal Finishing

Institute of Sheet Metal Engineers

Institute of Vitreous Enamellers

Metal Finishing Association

Ministry of Defence, Army Department
*Ministry of Defence, Navy Department
*Ministry of Technology

Society of Motor Manufacturers and Traders Limited
Tin Research Institute

Vitreous Enamel Development Council

Zinc Development Association

The Government departments marked with an asterisk in the
above list, were directly represented on the committee entrusted
with the preparation of this British Standard, together with
individual experts.
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