BRITISH STANDARD

Specification for

Epoxy resin casting
systems used for
electrical insulating
applications at power
frequencies

UDC 678.686:621.315.61:[621.3.016.2:621.3.018.4]:001.4

NO COPYING WITHOUT BSI PERMISSION EXCEPT AS PERMITTED BY COPYRIGHT LAW

Full document details: BS 3816:1989

BS 3816:1989

s @
LAY S =
T

Document Sharing Hub


http://www.avadocuments.com/doc/bs-3816-1989
http://www.avadocuments.com/doc/bs-3816-1989

BS 3816:1989

Committees responsible for this
British Standard

The preparation of this British Standard was entrusted by the Plastics
Standards Committee (PLM/-) to Technical Committee PLM/39, upon which
the following bodies were represented:

BEAMA Litd.

British Marine Industries Federation

British Plastics Federation

British Telecommunications plc

Electronic and Electrical Insulation Association (BEAMA Ltd.)
Engineering Equipment and Materials Users’ Association
ERA Technology Ltd.

Ministry of Defence

Process Plant Association

Royal Institute of British Architects

Society of British Aerospace Companies Limited

The following bodies were also represented in the drafting of the standard,
through subcommittees and panels:

Electronic Engineering Association
Federation of Resin Formulators and Applicators Ltd.

This British Standard, having
been prepared under the
direction of the Plastics
Standards Committee, was
published under the authority
of the Board of BSI and comes
into effect on

28 February 1989

© BSI 08-1999 Amendments issued since publication

First published November 1964  Amd. No. Date of issue | Comments
First revision February 1989

The following BSI references
relate to the work on this
standard:

Committee reference PLM/39
Draft for comment 86/44061 DC
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