BRITISH STANDARD BS 3900-A11:
1974

[Combustibility]

Methods of test for paints

Part A11: Small scale

test for combustibility

It is recommended that this Part be read in conjunction with the general

information in the introduction to issued separately (revised edition

published March 1969).
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Foreword

This standard method was developed to meet a requirement to which special
attention was drawn at the public enquiry prior to the issue of the Highly
Flammable Liquids and Liquefied Petroleum Gases

Regulations 1972 (SI 917:1972). The requirement is applicable to products
which give a flashpoint within the terms of the regulations and differentiates
between those which are combustible and those which are not.

The method is technically identical with that in Schedule 2 of the above
regulations, in which its application is not restricted to paint, varnish or to
related products.

A British Standard does not purport to include all the necessary provisions of
a contract. Users of British Standards are responsible for their correct
application.

Compliance with a British Standard does not of itself confer immunity
from legal obligations.

Summary of pages

This document comprises a front cover, an inside front cover, pages i and 11,
pages 1 to 3 and a back cover.

This standard has been updated (see copyright date) and may have had
amendments incorporated. This will be indicated in the amendment table on
the inside front cover.

Amendments issued since publication

Amd. No. Date Comments
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Figure 1 — Combustibility tester

Table 1 — Details of combustibility tester
Table 2 — Thermometer specification
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