BRITISH STANDARD BS 3900-A7:
1968
Incorporating
Amendment issued
October 1969
(AMD 331)
Methods of test for paints
Part A7: Determination
of the viscosity of paint
at a high rate of shear
It is recommended that this Part be read in conjunction with the general
information in the Introduction to issued separately
UDC 667.61 + 667.612:532.13
L vV & %
LAY SR =
B tempm

NO COPYING WITHOUT BSI PERMISSION EXCEPT AS PERMITTED BY COPYRIGHT LAW

Document Sharing Hub

Full document details: BS 3900-A7:1968


http://dx.doi.org/10.3403/00051417U
http://dx.doi.org/10.3403/BS3900
http://www.avadocuments.com/doc/bs-3900-a7-1968
http://www.avadocuments.com/doc/bs-3900-a7-1968

BS 3900-A7:1968

Amendments issued since publication

Amd. No. Date Comments

© BSI 07-1999

ISBN 580 00135 0 __ Documents

Document Sharing Hub

Full document details: BS 3900-A7:1968


http://www.avadocuments.com/doc/bs-3900-a7-1968
http://www.avadocuments.com/doc/bs-3900-a7-1968

BS 3900-A7:1968

Contents

Page
Foreword ii

=
e

Scope

Principle of the method
Apparatus

Preparation of sample
Procedure

Checking the apparatus
Cleaning of the instrument

< O Ot A~ W N

Appendix A Formulae
Appendix B Details of cone-and-plate viscometer

Figure 1 — Principle of cone-and-plate viscometer
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Figure 2 — Sectional diagram of cone-and-plate viscometer

Figure 3 — Wiring diagram of temperature control circuit
of cone-and-plate viscometer
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