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National foreword

This Part of BS 3900 has been prepared under the direction of the Pigments,
Paints and Varnishes Standards Policy Committee. It is identical with

ISO 8130-6 : 1992 Coating powders — Part 6 : Determination of gel time of
thermosetting coating powders at a given temperature published by the
International Organization for Standardization (ISO).

This edition supersedes BS 3900 : Part J3 : 1987, which is withdrawn.

The differences between this edition and BS 3900 : Part J3 : 1987 are that
greater emphasis is placed on conducting the test at 180 °C, and indication is
given that the test is not suitable for coating powders with gel times below 15 s.

Cross-references

International standard Corresponding British Standard
ISO 8130-9 : 1992 BS 3900 Methods of test for paints

Part J1 : 1993 Sampling of coating powders
(Identical)

Compliance with a British Standard does not of itself confer immunity from
legal obligations.
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