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Committees responsible for this
British Standard

The preparation of this British Standard was entrusted by the Refrigeration,
Heating and Air Conditioning Standards Committee (RHE/-) to Technical
Committee RHE/9, upon which the following bodies were represented:

British Ceramic Research Association

British Gas Corporation

Chartered Institution of Building Services Engineers

Combustion Engineering Association

Cranfield Institute of Technology

Department of Health and Social Security

Department of the Environment (Building Research Establishment)
Department of Trade and Industry (National Physical Laboratory)
Electricity Supply Industry in England and Wales

Engineering Equipment and Materials Users’ Association

Eurisol (UK) Association of Manufacturers of Mineral Fibre Insulation
Gypsum Products Development Association

Institution of Gas Engineers

Phenolic Foam Manufacturers’ Association

Refrigeration Industry Board

Royal institute of British Architects

Structural Insulation Association

Thermal Insulation Manufacturers and Suppliers Association (TIMSA)
Thermal Insulations Contractors’ Association

Water-tube Boilermakers’ Association

The following bodies were also represented in the drafting of the standard,
through subcommittees and panels:

Albury Laboratories Limited
British Rubber Manufacturers’ Association
Calcium Silicate Brick Association Limited

Institute of Refrigeration
This British Standard, . . . .
having been prepared under Institution of Mechanical Engineers

the direction of the :

Refrigeration, Heating and Air Yarsley Technical Centre Ltd.
Conditioning Standards

Committee, was published

under the authority

of the Executive Board and

comes into effect on

28 November 1986
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The following BSI references
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12 Marking

Appendix A Information to be supplied when ordering
Appendix B Method of test for pH value of water extract
Appendix C Determination of recovery after compression

Table 1 — Thermal conductivity values
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