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Foreword
This British Standard, prepared under the direction of the for agreement between the parties involved. The title
Dental Standards Committee, was originally published in of 4.4 has been amended from ‘Freedom from irritants’,
1966. This revision is based on ISO 3336 ‘Dentistry — which is the clause heading in 1ISO 3336. The test method
Synthetic resin teeth’ published by the International for colour stability to light, given in 5.4.5.2, differs from
Organization for Standardization (1SO). The major that given in 1SO 3336 in that the specimen is under water,
difference between this British Standard and 1SO 3336 is to assist temperature control and to stimulate more closely
that the British Standard includes a test method and the oral environment. This is in accordance with the test
requirements for hardness. ISO 3336 refers to this method for colour stability to light currently being
property under 4.8, Mechanical properties, and requires developed by ISO Technical Committee 106, Dentistry.

only that the test methods and limits should be a matter
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AMD 3413

e

Amendment Slip No. 1

published and effective from 31 October 1980
to BS 3990 : 1980

Specification for acrylic resin teeth

=

Correction

AMD 3413 Clause 5.4.6.3 Procedure
ber 19 . . .
October 1980 Delete the final line of paragraph 2 and substitute

‘be deemed not to satisfy the requirement.’
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AMD 3810

Amendment No. 2
published and effective from 31 December 1981
to BS 3990 : 1980
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=

—

Corrections

AMD 3810 Clause 5.4.8.1 Apparatus
December 1381 In paragraph (b), line 3, delete ‘10.2 + 2.0 mN’ and substitute ‘9.81 + 2.0 mN’.
In paragraph (b), line 6, delete ‘3.070 + 0.012 N’ and substitute ‘2.952 + 0.012 N’.

AMD 3810 Clause 5.4.8.3 Procedure
December 1981 In paragraph 3, line 5, delete ‘3.070 = 0.012 N’ and substitute ‘2.952 + 0.012 N".
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