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AMD 2114

Amendment Slip No.1, published 29 October 1976
to British Standard 3A.103 : 1962
(Aerospace Series)

Steel nuts (Unified hexagons and Unified threads)
(ordinary, thin, slotted and castle) for aircraft

Revised text

Foreword. In the list of reference standards, and in numerical order, insert
the following:

‘5.95 1% per cent nickel-chromium-molybdenuin steel
S.96 2% per cent nickel-chromium-molybdenum steel
S.142 1 per cent chromium-molybdenum steel
S.149  1.75 per cent nickel-chromium-molybdenum steel
S.154 24 9% nickel-chromium-molybdenum steel billets, bars, forgings
and parts (880 — 1080 MPa: limiting ruling section 150 mm)’
Clause 3a. After ‘S.114’ and ‘S.117’ delete the brace and ‘Over % in
UNF.
After ‘S.117’ insert the following:

‘or S.95
or S$.96
or S.154

or manufactured from material which complies with the latest issue of one
of the following British Standards:

S.142
or S.149°
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AMD 2585

Amendment Slip No.2, published 28 April 1978

to British Standard 3A.103 : 1962
(Aerospace Series)

Steel nuts (Unified hexagons and Unified threads)
(ordinary, thin, slotted and castle) for aircraft

Revised text

Foreword (as amended by Amendment No.1). Delete ‘S.149 1.75 per cent
nickel-chromium-molybdenum steel’.

Qlause 3a (as amended by Amendment No.1). In the lines after ‘or S.154’
delete ‘one of the following British Standards’ and substitute ‘the following
British Standard’.

Delete ‘or S.149’.
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