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British Standard

The preparation of this British Standard was entrusted to Technical
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Foreword

This British Standard, prepared by Technical Committee ACE/54, Wide fabrics
and coated fabrics for aerospace purposes, is one of a series of specifications for
textiles of a quality suitable for aerospace purposes, and is a revision of

BS 2F 126:1990, which is withdrawn.

This revision updates the standard, introduces intermingled yarns and deletes
the imperial units for air permeability. Quality requirements as defined in the
latest edition of BS F 100 are also included, as are details of information to be

supplied by the purchaser.

NOTE The latest revision of an aerospace series standard is indicated by a prefix number.
Annex A is informative and Annex B is normative.

A British Standard does not purport to include all the necessary provisions of a
contract. Users of British Standards are responsible for their correct application.

Compliance with a British Standard does not of itself confer immunity
from legal obligations.

Summary of pages

This document comprises a front cover, an inside front cover, pages i and ii,
pages 1 to 7 and a back cover.

The BSI copyright notice displayed in this document indicates when the
document was last issued.
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