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BS 3G.100-2.3.3:1972

Foreword

This British Standard is part of a composite standard in the Aerospace Series
of British Standards specifying general requirements for equipment in aircraft.
An introduction to the complete standard is given in BS 3G.100-0,
Introduction.

This subsection of BS 3G.100 supersedes Clause 208 c), “Tests for resistance to
fungus growth”, in BS 2G.100-2. It details a short exposure test (28 days) to
assess the extent of mould growth, and a long exposure test (84 days) to assess
the effect of mould growth on the performance of aerospace equipment,
materials and components in aircraft. It does not relate to mycological tests on
such hydrocarbons as aircraft fuels, oil etc., which should be tested in a manner
agreed between the appropriate authorities.

This standard makes reference to the following:

BS 2011, Basic environmental testing procedures.

BS 2011-2.1d, Test J. Mould growth.

BS 3G.100, General requirements for equipment in aircraft.
BS 3G.100-0, Introduction.

NOTE Information concerning metric (SI) units is given in BS 3763, “The International System
of units (SI)” and BS 350 “Conversion factors and tables”.

A British Standard does not purport to include all the necessary provisions of
a contract. Users of British Standards are responsible for their correct
application.

Compliance with a British Standard does not of itself confer immunity
from legal obligations.

Summary of pages

This document comprises a front cover, an inside front cover, pages 1 and ii,
page 1 and a back cover.

This standard has been updated (see copyright date) and may have had
amendments incorporated. This will be indicated in the amendment table on
the inside front cover.
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Industry Standards Committee,
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The following BSI references
relate to the work on this
standard:

Committee reference ACE/58
Draft for comment 70/26882
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