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3L.65, August, 1971

(Superseding Hansh Standard 21..65)

UDC 629,7:669.71573"721"7R2'74 - 42

BRITISH STANDARDS INSTITUTION INCORPORATED BY ROYAL CHARTER
2 PARK STREET, LONDON WIA 2BS Telex: 266933

BRITISH STANDARD: AEROSPACE SERIES
SPECIFICATION FOR

BARS AND EXTRUDED SECTIONS
OF ALUMINIUM-COPPER-MAGNESIUM-
SILICON-MANGANESE ALLOY

(Solution treated and precipitation treated)
(Not exceeding 200 mm diameter or minor sectional dimension)

- (Cu 44, Mg 05, Si 07, Mn 08)

NOTE. Other forms of material of similar composition are cavered by British Standards us listed in Appendix A,

1. INSPECTION AXD TESTING PROCEDURE
This British Standard shall be used in conjunction with the relevant sections of British Siandard 1..100 as

follows:
Bars for machining and extruded sections Sections | and 5

Bars for maciining and extruded - :tions

for highly stressed structures Scctions § and 6

2, QUALITY OF MATERIAL
The material shall be made from aluminium and alloying constituents, with or without approved scrap, at
the discretion af the manufacturer,

3, CHEMICAL COMPOSITION

The chemical composition of the material chall het

T
Element
min. max.
Copper 39 50
Magnesium 0-20 0-8
. Silicon 0-50 0:90
Iron - 05
Manr g se 040 i-2
*Nich. . - -2
*Zine - 0-2
*Lead ] - 0-035
“*Tin - 0-05
*Titanium plus Zirconium - 032
*Chromium - 010
A Lium - The remainder

*Subject to the discretion of ‘he Insnpecting Authority, determination of these elaments need be made on
partion oniy of the samples an: lyscd. [ ]

Price 30p
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