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Specification for 
3 % chromium-
molybdenum-vanadium 
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(1 320–1 470 MPa: 
limiting ruling 
section 70 mm) 
(suitable for nitriding)
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This British Standard, having
been prepared under the 
direction of the Aerospace
Industry Standards
Committee, was published 
under the authority of the 
Executive Board on
31 March 1976
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The following BSI references
relate to the work on this 
standard:
Committee reference ACE/15
Draft for comment 74/74367 DC
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Amendments issued since publication

Amd. No. Date Comments

2220 February 1977

3530 August 1981

14160 30 May 2003 Indicated by a sideline
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