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TrIS BRITISH STANDARD, having been approved by the Timber
Industry Standards Committes, was published under the
authority of the Executive Board on 12th November, 1971,

© British Standards Institution, 1971,

First published, July, 1966,
Part 2. Metric units, first published, November, 1971,

SBN: 580 06906 0

The Institution desires to call attention to the fact that this
British Standard does not purport to include all the necessary
provisions of a contract,

A complete list of British Standards, numbering over 5000,
fully indexed and with a note of the contents of each, will
be found in the British Standards Yearbook.

The BS Yearbook may be consulted in many public libraries
and similar institutions.

This standard makes reference to the following British
Standards and Code of Practice:

BS 476, -Fire tests on building materials and structures.
Part 7. Surface spread of flame tests for materials.

BS 874, Methods of determining thermal properties, with
definitions of thermal insulating terms.

BS 1521. Waterproof building papers.

BS 1982, Methods of test for fungal resistance of manufac-
tured building materials,

BS 2972. Methods of test for thermal insulating materials.

BS 3626. Recommendations for a system of tolerances and
fits for building.

CP 144. Roof coverings, Part 3. Built-up bitumen felt.
Metric units.

British Standards are revised, when necessary, by the issue either
of amendment slips or of revised editions. It is important that
users of British Standards should ascertain that they are in
possession of the latest amendments or editions.

The following BSI references relate to the work on this standard:
Committee references TIB/10 and TIB/10/1
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CO-OPERATING ORGANIZATIONS

The Timber Industry Standards Committee, under
whose supervision this British Standard was prepared,
consists of representatives from the following Govern-
ment departments and scientific and industrial organi-
zations:
British Door Association e
British Plastics Federation ’
British Woodwork Manufacturers’ Association

*Department of the Environment ‘

*Fibre Building Board Development Organization Limited
Forestry Commission
Hardwood Flooring Manufacturers’ Association
Institute of Wood Science
Institution of Civil Engineers

*Institution of Municipal Engineers
Institution of Structural Engineers

*Department of the environment —Forest Products

Research Laboratory

*National Federation of Building Trades Employers
National Sawmilling Association

*Royal Institute of British Architects
Royal Institution of Chartered Surveyors
Softwood Agents’ and Brokers® Association
Timber Container Confederation

Timber Research and Development Association
Timber Trade Federation of the United Kingdom

The Government departments and scientific and indus-

trial organizations marked with an asterisk in the above

list, together with the following, were directly repre-
- sented on the committee entrusted with the preparation
of this British Standard:

Building Board Distributors’ Association

Buildling Board Manufacturers’ Association of

Great Britain Limited

Fire Offices Committee

Imported Fibre Building Board Federation
Incorporated Association of Architects and Surveyors
Insulation Building and Hardboard Association Limited
Modular Society

Society of Motor Manufacturers and Traders Ltd.
Individual experts
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