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THIS BRITISH STANDARD, having been approved by the
Building Divisional Council, was published under the
authority of the General Council on 19th December, 1966.

The Institution desires to call attention to the fact that this
British Standard does not purport to include all the necessary
provisions of a contract.

In order to keep abreast of progress in the industries
concerned, British Standards are subject to periodical review.

- Suggestions for improvements will be recorded and in due
course brought to the notice of the committees charged with
the revision of the standards to which they refer.

A complete list of British Standards, numbering over 4000,
fully indexed and with a note of the contents of each, will
be found in the British Standards Yearbook, price 15s. The
B.S. Yearbook may be consulted in many public libraries and
similar institutions. ’

This standard makes reference to the following British

Standards:

B.S.4. Structural steel sections.
Part 2. Hot-rolled hollow sections.

B.S. 15.  Mild steel for general structural purposes.

B.S. 51.  Wrought iron for general engineering purposes

- (Grades A, B, C and D). ‘

B.S. 729. Zinc coatings on iron and steel articles.
Part 1. ‘'Hot-dip galvanized coatings.

B.S. 938. General requirements for the metal-arc welding of
structural steel tubes to B.S. 1775.

B.S. 1775. Steel tubes for mechanical, structural and general
engineering purposes.

B.S. 1856. General requirements for the metal-arc welding
of mild steel.

B.S. 2524. Ready mixed oil-based priming paints.

B.S. 2569. Sprayed metal coatings.

Part 1. Protection of iron and steel by aluminium
and zinc against atmospheric corrosion.
S. 3470. Field gates and posts.
S. 3706. Mild steel for general engineering purposes.

B
B.

British Standards are revised, when necessary, by the issue
either of amendment slips or of revised editions. It is important
that users of British Standards should ascertain that they are in
possession of the latest amendments or editions.

The following BSI references relate to the work on this standard :
Committee reference B/66 & B/66/8
Draft for comment D65/8432
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