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Methods of test for

Aluminium oxide —

Part 16: Determination of zinc content
by flame atomic absorption

[ISO title: Aluminium oxide primarily used for the production of
aluminium — Determination of zinc content — Flame atomic
absorption method]

NOTE It is recommended that this Part be read in conjunction with the general information
given in “General introduction” which is issued separately.

UDC 546.623 — 31:620.1

W, A, @
LA W =—
B e

NO COPYING WITHOUT BSI PERMISSION EXCEPT AS PERMITTED BY COPYRIGHT LAW
Y\ W

Document Sharing Hub

Full document details: BS 4140-16:1986


http://dx.doi.org/10.3403/00152366U
http://dx.doi.org/10.3403/00160166U
http://www.avadocuments.com/doc/bs-4140-16-1986
http://www.avadocuments.com/doc/bs-4140-16-1986

BS 4140-16:1986

This British Standard, having
been prepared under

the direction of the

Chemicals Standards
Committee, was published
under the authority of

the Board of BSI and

comes into effect on

31 January 1986

© BSI 11-1999

Amendments issued since publication
The committees responsible
for this British Standard are Amd. No.
shown in Part 0.

Date of issue Comments

The following BSI references
relate to the work on this
standard:

Committee reference CIC/24
Draft for comment 85/52372 DC

ISBN 0 580 14917 X ... Documents

Document Sharing Hub

Full document details: BS 4140-16:1986


http://www.avadocuments.com/doc/bs-4140-16-1986
http://www.avadocuments.com/doc/bs-4140-16-1986

BS 4140-16:1986

Contents

Page
National foreword 1
1 Scope and field of application 1
2 References 1
3 Principle 1
4 Reagents 1
5 Apparatus 1
6 Procedure 1
7 Expression of results 2
8 Test report 2
Annex A Dissolution of the test portion by alkaline fusion 3
Annex B ISO Publications relating to aluminium oxide
primarily used for the production of aluminium 3

Publications referred to

Inside back cover

© BSI 11-1999

Full document details: BS 4140-16:1986

Documents

Document Sharing H%Ib


http://www.avadocuments.com/doc/bs-4140-16-1986
http://www.avadocuments.com/doc/bs-4140-16-1986

