BRITISH STANDARD |!13988g140-17|:

ISO 2828:1973

Methods of test for

Aluminium oxide —

Part 17: Determination of fluorine
content

[ISO title: Aluminium oxide primarily used for the production of
aluminium — Determination of fluorine content — Alizarin
complexone and lanthanum chloride spectrophotometric
method]

NOTE It is recommended that this Part be read in conjunction with the general information given

in “General introduction” which is issued separately.
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This British Standard, having
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direction of the Chemicals
Standards Committee, was
published under the authority
of the Executive Board and

comes into effect on Amendments issued since publication
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