BRITISH STANDARD 1135)38%140-3:

ISO 806:1976

Methods of test for

Aluminium oxide —

Part 3: Determination of loss of mass
at 1000 °C and 1200 °C

[ISO title: Aluminium oxide primarily used for the production of
aluminium — Determination of loss of mass at 1000 °C and 1200 °C]

NOTE It is recommended that this Part be read in conjunction with the general information
given in BS 4140-0 “General introduction” which is issued separately.
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This British Standard, having
been prepared under the
direction of the Chemicals
Standards Committee, was
published under the

authority of the Board of

BSI and comes

into effect on

31 January 1986

© BSI10-1999 Amendments issued since publication

The Committees responsible for Amd. No. Date of issue | Comments
this British Standard are shown
in Part 0.

The following BSI references
relate to the work on this
standard:

Committee reference CIC/24
Draft for comment 84/55317 DC
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