BS 4154 :Part 2: 1985

UDC 678.674—417.2:(677.521:678.026]

British Standard

Corrugated plastics translucent sheets made from
thermo-setting polyester resin (glass fibre reinforced)

Part 2. Specification for profiles and dimensions

Feuilles de plastiques ondulées translucides en résine de polyester thermodurcissable

(renforcées a la fibre de verre)
Partie 2. Profiles et dimensions — Spécifications

Gewellte, transparente Kunststoffolien aus hitzehartbarem glasfaserverstarktem Polyesterharz

Teil 2. Profile und Abmessungen

Foreword

This British Standard, which was first published in 1967,
has now been revised into two Parts, prepared under the
direction of the Elements and Components (of diverse
materials) for Buildings Standards Committee. It specifies
requirements for fibre glass reinforced corrugated plastics
sheeting for building purposes as follows.

Part 1. Specification for material and performance
requirements
Part 2. Specification for profiles and dimensions

Part 1 of BS 4154 specifies material and performance
requirements. Since it was not possible to include all of
the many profiles manufactured in GRP a selection of
eight of the more commonly used profiles have been
specified in this Part of BS 4154.

Compliance with a British Standard does not of itself
confer immunity from legal obligations.
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1 Scope

This Part of BS 4154 specifies requirements for eight
profiles and their related dimensions for glass fibre
reinforced translucent corrugated plastics sheeting for
building purposes.

NOTE. The title of the publication referred to in this standard is
given on the inside back page.

2 General requirements
2.1 Sheeting of profile numbers 1 to 8 as specified in

table 1 shall comply with the requirements of clauses 2
to 12 of BS 4154 : Part 1 : 1985.

2.2 The width of the sheet shall be as specified in table 1.

3 Profiles

The profile of the sheet shall comply with the relevant
dimensional requirements specified in table 1.
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Table 1. Sheet width and profile dimensions

Profiles Overall Pitch of Height of
width corrugations corrugations
of sheet {see figure 1)
mm mm mm

Profile 1: ‘Standard 3’ to match fibre cement

Profile 2: To match 6 in fibre cement

VA VAVAVYVAVAVAY A 1086+5 | 14615 | 48%15

Profile 3: ‘Doublesix M’ to match fibre cement

/\/\/\/\/\ 1300 £5 30315 85+3.0

Profile 4: ‘Monad’ to match fibre cement

/\/\/\/\_/\ 1090 + 5 250+15 | 73+3.0

Profile 5: ‘Major Tile' to match fibre cement

W 11405 | 33815 | 79+3.0

Profile 6: ‘10/3’ to match steel sheet

AN 813+5 76+15 | 18+15

Profile 7: ‘A7’ to match aluminium sheet

/I N\ 932+5 127+ 15 38+25

Profile 8: ‘"WAB’ to match steel or aluminium sheet

/AN AN A Y A WY A WY A W A 959 + 5 152+15 | 38+25
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