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Amendment No. 1
published and effective from 28 September 1984
to BS 4247 : Part 1 : 1981
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Surface materials for use in radioactive areas
Part 1. Methods of measuring and evaluating
the decontamination factor

Revised text

AMD 4653 Clause 12.1 Contamination procedure

September 1984 In paragraph 1, lines 5 and 6, delete ‘Windscale Works of British Nuclear Fuels Ltd.t’ and
substitute ‘Winfrith Works of the United Kingdom Atomic Energy Authorityt’.

At the foot of the page delete the associated footnote and substitute the following.
‘tUnited Kingdom Atomic Energy Authority, B32, Winfrith, Dorchester, Dorset.’

AMD 4653 Clause 16.4.3 Certificates of ED for method of test B

September 1984 In line 2 delete ‘Testing Centre at BNFL Windscale’ and substitute ‘Testing Centre at
United Kingdom Atomic Energy Authority, Winfrith’.
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