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National foreword

This revision of BS 4425 has been prepared under the direction of the Health Care Standards Committee. It is identical
with 1SO 1562-1984 ‘Dental casting gold alloys’ prepared within Technical Committee 106, Dentistry, of the Inter-
national Organization for Standardization (1SO) with the active participation of the UK. It supersedes BS 4425 : 1969
which is withdrawn.

This revision amends and updates the requirements for composition and mechanical properties and includes a require-
ment for freedom from harmful effects to the wearer.

Terminology and conventions. The text of the international standard has been approved as suitable for publication as a
British Standard without deviation. Some terminology and certain conventions are not identical with those used in British
Standards; attention is drawn especially to the following.

The comma has been used throughout as a decimal marker. In British Standards it is current practice to use a full point
on the baseline as the decimal marker.

Wherever the words ‘International Standard’ appear, referring to this standard, they should be read as ‘British Standard’.
Cross-references. The Technical Committee has reviewed the provisions of 1SO 6892, to which normative reference is
made in the text, and has decided that they are acceptable for use in conjunction with this standard. ISO 6892, shown in
the text as ‘At present at the stage of draft’ was published in 1984. A related British Standard to 1SO 6892-1984 is

BS 18 : 1987 ‘Method for tensile testing of metals (including aerospace metals)’ which includes a technically equivalent
test method.

The Technical Committee has also reviewed the provisions of 1SO 6507/1 to which normative reference is made in the
text, and has decided that they are acceptable for use in conjunction with this standard. A related British Standard to
ISO 6507/1-1982 is BS 427 ‘Method for Vickers hardness test’ Part 1 : 1961 ‘Testing of metals’ which includes a
technically equivalent test method.

The reference to ISO/TR 7405 is for information only, and attention is drawn to the related British Standard BS 5828 :
1980 ‘Methods of biological assessment of dental materials’.

Compliance with a British Standard does not of itself confer immunity from legal obligations.
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2 ¥ o Y ) AMD 6469
B U = Amendment No. 1
B - published and effective from 30 April 1991
LAY WA Bl | 54405 1988
STANDARDS
: Specification for dental casting gold alloys

NOTE. The European Committee for Standardization (CEN) has
accepted I1SO 1562 : 1984 as a European Standard designated as
EN 21 562 : 1989. This amendment implements EN 21 562 : 1989
as a British Standard.

Revised text

AMD 6469 Front and back covers

April 1991 In the top right-hand corner of the front cover and twice on the back cover, immediately
above 1SO 1562-1984 insert ‘EN 21 562 : 1989'".

AMD 6469 Front cover
April 1991 Below the German title insert the following:
‘This European Standard EN 21 562 : 1989 has the status of a British Standard.’

AMD 6469 National foreword
April 1991 At the end of paragraph 2, insert the following new paragraph.

‘In 1989 the European Committee for Standardization (CEN) accepted 1SO 1562-1984 as European Standard
EN 21 562-1989.’

AMD 6469 New EN title page and brief history

April 1991 Insert the attached new EN page and brief history page immediately before page 1 of
BS 4425 : 1988.
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