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BS 4616 : 1970

THIS RECOMMENDATION, having been approved by the Paper
Industry Standards Committee, was published under the
authority of the Executive Board on 16 July, 1970.

SBN: 580 06231 7

The Institution desires to call attention to the fact that this
Recommendation does not purport to include all the necessary
provisions of a contract.

In order to keep abreast of progress in the industries con-
cerned, British Standards are subject to periodical review.
Suggestions for improvements will be recorded and in due
course brought to the notice of the committees charged with
the revision of the standards to which they refer.

A complete list of British Standards, numbering over 5000,
fully indexed and with a note of the contents of each, will
be found in the British Standards Yearbook, price £1. The
BS Yearbook may be consulted in many public libraries and
similar institutions.

This Recommendation makes reference to the following
British Standards:

BS 2987. Notes on the application of statistics to paper
testing.

BS 3430. Sampling of paper and board for testing.

BS 3431. Conditioning of paper and board test samples.

BS 4420. Recommendations for the determination of
Bendtsen roughness of paper and board.

British Standards are revised, when necessary, by the issue either
of amendment slips or of revised editions. It is important that
users of British Standards should ascertain thar they are in
possession of the latest amendments or editions.

The following BSI references relate to the work on this recommen-
dation: Committee reference PAC/11 Draft for comment 67/22971
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AMD 4349

Amendment No. 1
published and effective from 29 July 1983

to BS 4616 : 1970

Recommendation for the determination of
the compressibility of paper and board
by the Bendtsen method

Revised text

Clause 4.1 Delete the first sentence and substitute the following.

‘A means of supplying to the measuring head clean air at a constant pressure
of 1-47 + 0-02 kPa (150 + 2 mm H, O) at a relative humidity of 50 + 2 % and
a temperature of 23 + 1°C.

(lause 4.6 Delete the final sentence.

Qause 8. Procedure. Delete the penultimate sentence of paragraph 1 and
substitute the following.

‘Then place the weight on the top of the measuring head.’

Qlause 9.1 Expression of results. In line 2 delete ‘when the applied load is
increased by 390 kN/m?’.
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