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BS 4661 : 1971

THIS BRITISH STANDARD, having been approved by the
Rubber Industry Standards Committee, was published

under the authority of the Executive Board on 8 February,
1971.

© British Standards Institution, 1971.

SBN : 580 06406 9

The Institution desires to call attention to the fact that this
British Standard does not purport to include all the neces-
sary provisions of a contract.

In order to keep abreast of progress in the industries
concerned, British Standards are subject to periodical
review. Suggestions for improvements will be recorded and
in due course brought to the notice of the committees

charged with the revision of the standards to which they
refer.

A complete list of British Standards, numbering over 5000,
fully indexed and with a note of the contents of each, will
be found in the British Standards Yearbook, price £1.50.
The BS Yearbook may be consulted in many public
libraries and similar institutions.

This standard makes reference to the following British
Standards:

BS 1673. Methods of testing raw rubber and unvulcanized
compounded rubber.
Part 5/5.1. Analysis of styrene-butadiene
copolymers (SBR). Bound styrene content.

BS 3397. Methods of testing synthetic rubber latices.

BS 4252. Method for the determination of the viscosity
of rubber latices.

British Standards are revised, when necessary, by the issue
either of amendment slips or of revised editions. It is
important that users of British Standards should ascertain

that they are in possession of the latest amendments or
editions.

The following BSI references relate to the work on this standard :
Committee reference RUC/28 Draft for comment 70/4119
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AMD 1073

Amendment Slip No.1, published 22 December, 1972
to BS 4661:1971

Emulsion polymerized anionic

styrene-butadiene rubber latices

Revised text

Foreword. Add the following new paragraph after the existing text:
‘There is no International Standard corresponding to this specifi-
cation.’

Table 2. Limiting requirements. Opposite the last line of the Table
delete ‘8°0’ in both the first and second columns and substitute in
each case ‘6°5’.

In the last footnote to the Table delete the closing bracket and full
stop and add the following:
‘as amended by Amendment No.2).’
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