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THis BRITISH STANDARD, having been approved by the
Paper Industry Standards Committee, was published under
the authority of the Executive Board on 15 March, 1971.

© British Standards Institution, 1971
SBN : 580 06248 1

The Institution desires to call attention to the fact that this
British Standard does not purport to include all the neces-
sary provisions of a contract.

In order to keep abreast of progress in the industries
concerned, British Standards are subject to periodical
review. Suggestions for improvements will be recorded and
in due course brought to the notice of the committees
charged with the revision of the standards to which they
refer.

A complete list of British Standards, numbering over 5000,
fully indexed and with a note of the contents of each, will
be found in the British Standards Yearbook.
The BS Yearbook may be consulted in many public
libraries and similar institutions.

This standard makes reference to the following British

Standards:

BS 3430. Sampling of paper and board for testing.

BS 3431. Method for the conditioning of paper and board
test samples.

British Standards are revised, when necessary, by the issue
either of amendment slips or of revised editions. It is
important that users of British Standards should ascertain
that they are in possession of the latest amendments or
editions.

The following BSI references relate to the work on this standard:
Committee reference PAC/11 Draft for comment 67/22972
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The following is a list of members of the Paper Industry Standards Committee, who have
had the preparation of this British Standard under consideration:
Chairman: Mr. H. R. Hutley Mr. F. E. Ashman
Vice-Chairman: Mr. A. C. Vincent H.M. Stationery Office
Mr. Gilbert A. Smith Mr. S. Bailey
British Federation of Master Printers National Association of
Mr. R. W. H. Bray, A F.C Paper Merchants
Mr. E. E. Capon Dr. N. K. Bridge
Mr. J. Harding Research Association for the Paper and
Mr. S. H. Hough Board, Printing and Packaging Indus-
British Paper and Board Makers’ tries (PIRA)
Association (Incorporated) Dr. J. F. Heggie
Mr. J. Leather Royal Institute of Public Health and
British Railways Board Hygiene
Mr. K. Timberlake Mr. R. L. Ballard
Coated Paper and Board Makers’ Mr. 1. F. Hendry
Association Mr. J. F. A. Rankin
Mr. C. Sumner Dr. M. N. Strachan
Mr. A. D. P. Tanner Mr. G. Thompson
Envelope Makers’ and Manufacturing Technical Section of the British Paper
Stationers’ Association and Board Makers’ Association
The following is a list of members of the Technical Committee on Methods of Test for
Paper, Board and Pulp, the Committee actually responsible for the preparation of this
British Standard:
Chairman: Mr. H. R. Hutley Mr. H. A. Idle
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British Federation of Master Printers Mr. R. L. Ballard
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British Wood Pulp Association Mr. I. F. Hendry
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Electrical Research Association Mr. A. P. McDonald
Mr. P. D. Jones Mr. E. W. Peacock
Mr. G. R. Keay Mr. R. Peerless
Mr. C. Sumner Mr. J. F. A. Rankin
Envelope Makers' and Manufacturing Mr. J. R. Simmons
Stationers’ Association Dr. M. N. Strachan
Mr. J. A. Moore Technical Section of the British Paper
Fibreboard Packing Case and Board Makers’ Association
Manufacturers’ Association Mr. E. Mytum
Mr. W. J. R. Howell Textile Institute
H.M. Stationery Office Mr. P. Howarth
Mr. R. R. Coupe University of Manchester
London College of Printing Mr. W. D. L. Anderson
Mr. J. W. More s ) Technical Committee DPE |2, Punched
Man-made Fibre Producers’ Committee Cards, Dimensions and Properties
Mr. C. F. Finney Mr. C. F. Finney
Ministry of Defence, Army Department Technical Committee DPE |3, Punched
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