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National foreword

This British Standard has been prepared under the direction of the Textiles and
Clothing Standards Policy Committee and forms a revision of BS 4745 : 1986
which is withdrawn. It is identical with ISO 5085-1 ‘Textiles - Determination of
thermal resistance - Part 1 : Low thermal resistance’, prepared by Technical
Committee ISO/TC38 “Textiles’ of the International Organization for
Standardization (ISO).

ISO 5085-2 Y will describe a method for determination of high thermal resistance,
which may be published as a British Standard.

Cross-references

International standard Corresponding British Standard

ISO 139 : 1973 BS 1051 : 1981 Glossary of terms relating to the
conditioning, testing and mass determination of textiles
(Technically equivalent)

The Technical Committee has reviewed the provisions of ISO/DIS 8302, to which
reference is made in the text, and has decided that they are acceptable for use in
conjunction with this standard. A related British Standard to ISO/DIS 8302 is

BS 874 : Part 2 : Section 2.1 (1986).

Compliance with a British Standard does not of itself confer immunity from
legal obligations.
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