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THis RECOMMENDATION, having been approved by the Paper
Industry Standards Committee, was published under the
authority of the Executive Board on 21 July, 1972,

© British Standards Institution, 1972,
ISBN: 0580 07295 9

The Institution desires to call attention to the fact that this
Recommendation does not purport to include all the necessary
-provisions of a contract,

In order to keep abreast of progress in the industries
concerned, British Standards are subject to periodical review,
Suggestions for improvements will be recorded and in due
course brought to the notice of the committees charged with
the revision of the standards to which they refer,

A complete list of British Standards, numbering over 5000,
fully indexed and with a note of ihe contents of each, will be
found in the British Standards Yearbook, which may be
purchased from BSI Sales Department. Tt may also be
consulted in many public libraries and similar institutions,

This Recommendation makes reference to the following
British Standards:

BS 3430. Sampling of paper and board for testing,
BS 3431. Conditioning of paper and board test samples.

British Standards are revised, when necessary, by the issue either
of amendment slips or of revised editions. It is important that
users of British Standards should ascertain that they are in
possession of the latest amendments or editions.

The following BST references relate to the work on this Recommendation;
Committee reference pAM/1T. Draft for comment 67/22969
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RECOMMENDATION FOR
A METHOD FOR THE DETERMINATION OF
THE CREASING QUALITY OF CARTON
BOARD AS MEASURED BY THE PIRA
CARTON BOARD CREASER

FOREWORD

The committee concerned with methods of test for paper, board and pulp has
already produced a considerable number of British Standard test methods and
has an extensive programme of work in hand. There are several instances in
which it would be desirable to prepare standard methods for determining
certain properties of paper and board but in the present state of knowledge this
is not practicable. Experience has shown, for example, that there are instances in
which a test is satisfactory only for a limited field of application, or that a
method is suitable for mill control purposes but not sufficiently precise for
use in case of dispute, Nevertheless, it is felt that the issue of some of these
test methods in the form of recommendations rather than as British Standard
methods will be helpful to users, This Recommendation is, therefore, published
under the authority of the Paper Industry Standards Committee,

Grateful acknowledgement is made to the Research Association for the Paper
and Board, Printing and Packaging Industries (PIRA) for permission to quote
from the PIRA Carton Board Creaser Instruction Manual.

RECOMMENDATION

1. SCOPE

This Recommendation describes a method of test that provides a numerical
assessment of the creasing qualities of carton board,

The test can be applied to board materials in the thickness range 300 pm to
1000 pm, that is, to boards that would normally be converted into cartons on
platen cutting and creasing presses.

2, DEFINITION
For the purposes of this Recommendation the creasing quality of a board is
defined in terms of the minimum and maximum widths of groove that will give
satisfactory folds at a given depth of crease under specified conditions. A
satisfactory fold is described in terms of the appearances of 180° hand folds,

NOTE. Thetitles of the British Standards referred to in this Recommendation are listed on
page 2,
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