
BRITISH STANDARD BS 4835:1973

Methods of test for

Plasticizer esters

UDC 66.063.726:543

Confirmed 
January 2011

Full document details: BS 4835:1973

http://www.avadocuments.com/doc/bs-4835-1973
http://www.avadocuments.com/doc/bs-4835-1973


BS 4835:1973

This British Standard, having 
been approved by the 
Chemicals Industry Standards 
Committee, was published 
under the authority of the 
Executive Board on 
30 April 1973

© BSI 12-1999

The following BSI references 
relate to the work on this 
standard:
Committee references CIC/4 
and CIC/4/4
Draft for comment 70/3331

ISBN 0 580 07392 0

Co-operating organizations

The Chemicals Industry Standards Committee, under whose supervision this 
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the committees entrusted with the preparation of this British Standard:

British Plastics Federation
Ministry of Defence, Army Department
Ministry of Defence, Navy Department
Oil and Colour Chemists’ Association
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Foreword

This standard forms one of a series of British Standards for solvents and allied 
products; its preparation was authorized by the Chemicals Industry Standards 
Committee in order to provide methods of test for plasticizer esters. In the 
drafting of these methods account has been taken of methods adopted by the 
International Organization for Standardization (ISO), in the preparation of 
which the United Kingdom has been an active participant.
This British Standard prescribes methods of test only and should not be used or 
quoted as a specification defining limits of purity. Reference to the standard 
should be made in a form of words indicating that the methods of test used 
conform to BS 4835.
A British Standard does not purport to include all the necessary provisions of a 
contract. Users of British Standards are responsible for their correct application.

Compliance with a British Standard does not of itself confer immunity 
from legal obligations.

Summary of pages
This document comprises a front cover, an inside front cover, pages i and ii, 
pages 1 to 6, an inside back cover and a back cover.
This standard has been updated (see copyright date) and may have had 
amendments incorporated. This will be indicated in the amendment table on the 
inside front cover.
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