BS 4841 : Part 2 : 1975

UDC 699.8 : 678.664 -496.8-419

Specification for

Rigid urethane foam for
building applications

Part 2. Laminated board for use as
a wall and ceiling insulation

NO COPYING WITHOUT BSI PERMISSION EXCEPT AS PERMITTED BY COPYRIGHT LAW
L]

L Uoclimant Sharing Bl
British Standards

Full document details: BS 4841-2:1975


http://www.avadocuments.com/doc/bs-4841-2-1975
http://www.avadocuments.com/doc/bs-4841-2-1975

This British Standard, having been approved by the Plastics and Rubber Industry Standards Committees, was publisked under
the authority of the Executive Board on 31 July 1975.

© British Standards Institution, 1975

ISBN: 0 580 08715 8

Copyright

Users of British Standards are reminded that copyright subsists in all BSI publications. No part of this publication may be
reproduced in any form without the prior permission in writing of BSL. This does not preclude the free use, in the course of
implementing the standard, of necessary details such as symbols and size, type or grade designations. Enquiries should be
addressed to the Publications Manager, 101 Pentonville Road, London N1 9ND (Telephone 01-837 8801; Telex 23218).

Contract requirements
Attention is drawn to the fact that this British Standard does not purport to include all the necessary provisions of a contract.

Revision of British Standards
In order to keep abreast of progress in the industries concerned, British Standards are subject to periodical review. Suggestions

for improvements will be recorded and in due course brought to the notice of the committees charged with the revision of the
standards to which they refer.

British Standards are revised, when necessary, by the issue either of amendment slips or of revised editions. It is important that
users of British Standards should ascertain that they are in possession of the latest amendments or editions. Full information on all
BSI publications, numbering over 6000, will be found in the British Standards Yearbook. This information is supplemented by
details published each month in BSI News of new publications, revisions and amendments.

BSI News is available to Subscribing Members of the Institution. All other publications may be purchased direct from Sales

Department. Enquiries concerning subscribing membership, which has considerable advantages, will be welcomed, and should
be made to Subscriptions Department. Both departments are located at:

The following BSI references relate to the work on this standard:
Committee reference PLC/RUC/7 Draft for comment 72/51151 DC

Co-operating organizations

The Plastics and Rubber Industry Standards Committees, under whose supervision this British Standard was prepared, consist of
representatives from the following Government departments and scientific and industrial organizations:

British Association of Synthetic Rubber Manufacturers
*British Plastics Federation
British Resin Manufacturers’ Association
*British Rubber Manufacturers’ Association Ltd.
Chemical Industries Association Ltd.
Department of Industry
Department of Industry — National Physical Laboratory
Department of the Environment — Building Research
Establishment
Electrical and Electronic Insulation Association
Electrical Installation Equipment Manufacturers’
Association

Electrical Research Association
*Engineering Equipment Users’ Association
Malaysian Rubber Producers’ Research Association
*Ministry of Defence
Plastics Institute
Post Office
*Royal Institute of British Architects
Royal Institute of Public Health and Hygiene
Rubber Growers’ Association
*Rubber and Plastics Research Association of Great
Britain
Society of Motor Manufacturers and Traders Ltd.

The Government departments and scientific and industrial organizations marked with an asterisk in the above list, together with
the following, were directly represented on the committee entrusted with the preparation of this British Standard:

British Railways Board

British Refrigeration and Air Conditioning Association

British Rigid Urethane Foam Manufacturers’ Association

Cavity Foam Insulation Association

Department of Energy — Safety in Mines Research
Establishment

Department of the Environment

Department of the Environment — Joint Fire Research
Organization and Fire Officers’ Committee

Department of Trade — Marine Division

Expanded Polystyrene Product Manufacturers® Association

Full document details: BS 4841-2:1975

Felt Roofing Contractors’ Advisory Board
Fire Offices Committee

Furniture Industries Research Association
Greater London Council

Institute of Refrigeration

Institution of Gas Engineers

Institution of Heating and Ventilating Engineers
Lloyd’s Register of Shipping

Shipowners’ Refrigerated Research Association
Thermal Insulation Contractors’ Association
Invividual experts

Documents

Document Sharing Hub


http://www.avadocuments.com/doc/bs-4841-2-1975
http://www.avadocuments.com/doc/bs-4841-2-1975

BS 4841 : Part 2 :1975

UDC 699.8 : 678.664 —496.8-419

Specification for

Rigid urethane foam for
building applications

Part 2. Laminated board for use as
a wall and ceiling insulation

Amendments issued since publication

Amd. No. Date of issue Text affected

Documents

Document Sharing Hub

Full document details: BS 4841-2:1975


http://www.avadocuments.com/doc/bs-4841-2-1975
http://www.avadocuments.com/doc/bs-4841-2-1975

BS 4841 : Part 2 - 1975

Contents

Page
Co-operating organizations Inside front cover
Foreword 2

Specification

1. Scope

2. References

. Applications

. Construction

Composition of foam core

. Permissible manufacturing deviations
- Physical property requirements
Marking

Sampling

VRN AW
BAAOWW W W

Appendices

A. Method of test for compressive strength

B. Method of test for water vapour permeance
C. Method of test for thermal conductance

wn

Foreword

This British Standard has been prepared under the
joint authority of the Plastics Industry Standards
Committee and the Rubber Industry Standards
Committee.

During 1973-74, after consultation with industry,
commerce and Government bodies, several
discussions took place in the Executive Board of BSI
as a result of concern about potential fire hazards
involved in the rapidly increasing use of many
polymeric materials, especially for furnishing and
construction purposes. Issues of great public
importance were involved, relating in particular to
the use of laboratory fire tests to define quality
requirements, in view of the general lack of
correlation between the results obtained in such
small-scale tests and the fire performance of
materials and products in actual conditions of use.

The Executive Board decided that a detailed
review of all the issues involved should be carried out
as a matter of urgency, and that this should be
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comprehensive in scope rather than limited to
polymeric materials. For this purpose an authoritative
Co-ordinating Committee on Fire Tests was
established. In the meantime certain general principles
were laid down regarding the terminology and
approach to be adopted in immediate revisions and
amendments of the British Standards involving
laboratory fire tests.

This standard has been drafted in keeping with this
policy. Further changes may be made at a later date
as a result of the general review undertaken by the
Co-ordinating Committee mentioned above.

Attention is drawn to Part 1 of this standard
covering rigid urethane foam for laminated board
for general purposes.

In appendix H general notes on guidance for the
end-user are given.

NOTE. Metric units are employed as standard. The

approximate equivalents in imperial units are given
in brackets.
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